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If tnere are questions or concerns on this report, please contact: (86] 20 22902088 - 204 [378)/ (215)
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TEST RESULT

Alkvlphenol Ethoxylates (APEQ) Conient Tesi

Test Method 1

Test Method 11

For Textile or Leather :
Aroreed method of BVCPS, INTERTEK. MTS and SGS for AFIRM.

FFor Plastics. Print, Paint or Ink :

Agreed method of BVCPS, INTERTEK, MTS and SGS for AFIRM (Meodified).
Tetrahydrofuran (THF) / Acetonitrile (ACN) extraction and analysis by Liquid
Chromatograph Mass Spectrometer (LC-MS).

Tested Item(s) 1001 Woven polyester cotton twill dyed fabric
Test Result .
Tested Item(s - Conclusion
() Method Detected Analyte(s) Conc. Unit

1001 I ND ND pom -
Nuie:

ND = Not delected =" = Mcre than Cone. = Conegntration

ppm = partis) per milhion = mgfkg makg = mulligram(:) per kilogram

Detection Limit (ppm) © Eack (OPEOs & NPEQs) @ 30
Remark:

I'he hist of alkviphenol ethoxylates 1 summarized in table of Appenchx.

END

The content of this BDF file is in aceordance with the ariginal issued reports for relerence only.
This Test Report cannot be reproduced, except in Tull, without prior wrilten permission of the company.



VERITAS Technical Report: (8768)373-0279
September 11, 2015
Page 30l 3
APPENDIX
List of Alkylphenol Ethoxylates :
No. | Name of Analytes CAS-No. No.  Name of Analvtes CAS-No.
! Crietylphenolethoxylaes (OPLEOs) W arious 2 Nonylphenolethoxylates (NFEOs) W arious
CAS-No. = Chemical Abstracts Service registry number
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